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ABSTRACT 
Each organism has its unique and specific characteristics that have a great impact on the survival and adaptation 

processes. One of the most amazing and remarkable characteristics in some organisms such as crustaceans, cephalopods 

and some insects is the reversible color change property in their skin. This color change happens for various reasons 

such as thermoregulation, camouflage, and mating. It occurs due to the existence of the chromatophore, which is a 

special sort of pigment cells in their skin compositions.  Chameleons are one of the most spectacular organisms that 

have this unique capability. This paper aims to demonstrate the property of chameleonôs color change, its mechanism, 

and its applications in Architecture. In order to achieve this goal, different types of materials and glazing technologies 

that imitate this property and their applications in buildingôs skin have been displayed. Besides, a schematic proposed 

framework inspired from the chameleonô skin has been introduced. 
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1. INTRODUCTION  

Each organism has its special characteristics that help 

to adapt and achieve its needs. One of the most unique 

characteristics is the ability of color change in some 

organismôs skin. It has been found in many ectothermic 

species such as crustaceans, insects, and cephalopods, as 

seen in Figure 1. [1] 

  
    Figure 1: Organisms species that change color skin such 

as: (a) Cuttlefish [2] and (b) Octopus [3] 

 

The property of reversible color change occurs due to 

the existence of one or more types of Chromatophores in 

the skinôs composition. Chromatophore is a Greek word; 

ñchrǾmaò which means ñdyeò and ñphorosò which means 

ñbearingò. It is a sort of pigment cells, which are 

generated in the neural crest during the genetic system 

development. It is responsible for generating the skin and 

eye colors and reflecting light as well. [4] [5] [6] 

There are many types of Chromatophores. Bagnara. JT 

grouped them according to each type properties, color 

appearance, and the spectral of light absorbance, as seen 

in Table 1. Some types are pigment cells with specific 

color that transform between two colors according to 

light wavelength such as Xanthophores. The others are 

structural crystalized plates that reflect colors such as 

Iridophores. [5][6][7] 

Table 1: Classification of Chromatophores’ types according 
to properties, color appearance, and light absorbance [5] 

[6] [7] 

T
  

Properties 
Color 

Appearance 

Spectral of Light 

Absorbance 
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Pigmentary  

Yellow 
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Red 

Through the visible 

light (range of 440 

to 477 nm) 
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Pigmentary 

Yellow 
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Red 

Through the visible 

light (range of 440 

to 477 nm) 
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M
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s 
Pigmentary 

Brown 

Ÿ 

Black 

Through the visible 

light (range of 300 

to 700 nm) 

Ir
id

o
p

h
o

re
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Structural 

Reflective 

Iridescent 

/ 

silvery 

Through 350 ï 400 

nm and 500 ï600 

nm 

L
e

u
c
o

p
h

o
re

s 

Structural 
Reflective 

White 

Through 300 ï700 

nm especially in the 

UV Range 

Color changing differs from organism to other 

according to the chromatophoresô types, which exists in 

the skinô layers. However, the vital question is how do 

chromatophores work? Many researchers conducted that 

the color change happens due to two main reasons as 

follows: [5] [8] [9] 

Á The first reason is the chromatophores types that 

exist in the skin composition. As each organism 

has more than one type of chromatophores to shift 

between colors, as seen in Figure 2 a.  

 
Figure 2: the schematic design shows the structure and 

function of chromatophores types in the skin: (a) different 

types of chromatophores, which exist in skin layers and (b) 

how melanophores are aggregated to let the organism 

appears dark or spreaded to let the organism appears pale 

dye [5] 

Á The second reason is the mechanism of how the 

chromatophores work.  There are two 

mechanisms. The first one is by chromatophores 

structure, shape, and form in skin structure, as 

seen in Figure 3. The second mechanism is the 

muscles control that disperse, aggregates, or 

expands the chromatophores, as seen in Figures 2 

b & 4.  

 
Figure 3: Chromatophores in Chameleon’s skin 

composition:  (a) skin layers from the left; the dermis, 

superficial iridophores, deep iridophores, and 

melanophores, (b) while the chameleon is relaxed, (c) 

iridophores expand and seem converging, (d) while the 

chameleon is excited (e) iridophores are shrink and seem 

divergent [8] 

 
Figure 4: Elastic chromatophores controlled by radial 

muscles in the Squid: (a) the chromatophores appearance 

in the skin, (b) while the radial muscules shrink the 

chromatophore cell, and (c) while the radial muscles 

expand the chromatophore cell [9] 

2. METHODOLOGY  

This paper illustrates the property of reversible color 

change of the chameleonô skin as one of the most 

amazing organisms. Then, many adaptive and smart 

technologies that imitated this property in architecture 

have been reviewed. Along with that, some applications 

in architecture specifically in the building skin have been 

introduced.  Finally, a practical framework inspired by 

chameleonô skin has been proposed. See Figure 5. 
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Figure 5: Research methodology is divided into three 

stages, drawn by the researcher  

3. CHAMELEON’S ADAPTIVE SKIN 

Chameleons are one of the vertebrateôs species. It is an 

ectothermic organism that regulates the body 

temperature with the surrounding environment. [10]  

Chameleon is one of the most incredible organism that 

can change its skinôs color for many reasons such as 

camouflage or mating. However, the most interesting 

output of this change is the bodyôs thermal regulation. It 

can reduce the heat gain in the extreme high temperature 

by about 45 % through its skin only. [8][1]  

It is obvious from Figure 3 that chameleonôs skin 

consists of four layers. In addition to epidermis, two 

types of chromatophores exist in the skin. The first type 

is two layers of Iridophores and the second type is the 

melanophores. The mechanism that the chameleon 

follows for color change is the transformation of the 

superficial Iridophores structure, form, and shape, as 

seen in Figure 6. [8]  

 

 
Figure 6: Two shapes and layers of iridophores in 

chameleon skin: (a) 2D and (b) 3D structural and form 

transformations of the superficail iridophores layer when 

the chameleon is excited and (c) unorganized and different 

shapes of the deep iridophores layer [8] 

4. ADAPTIVE TECHNOLOGIE S 

INSPIRED BY CHAMELEO N’S SKIN   

Many scientists inspired and practiced the property of 

color change such as the chameleon's skin in many 

different fields. For example, they applied the function of 

color change for workersô uniform to alarm them in the 

dangerous zones and save their lives, as seen in Figure 7. 

[11]  

 
Figure 7: Chameleon cloth as an application of the color 

change property: (a) cloths at different concentrations of 

Oxygen and (b) the color changes when it exposes to 

Nitrogen in the air flow [11] 

Another livelier application is the e-skin device that 

is applied in the prosthesis' industry. The e-skin is a 

stretchable device that changes color to notify the user 

when the prosthesis exposes to pressure, as seen in 

Figure 8. [1] 

 
Figure 8: E-Skin proposal is inspired from chameleon skin 

and consists of four compacted layers: electrochromic 

polymer stacked between double layers of SWNT coated 

and SWNT coated pyramid layer [1] 

5. MATERIALS AND TECHNOLOGIES 

INSPIRED BY CHAMELEON’S SKIN 

IN ARCHITECTURE  

5.1. Chromic Materials  

Chromic materials, also termed as chromogenic or 

chameleonic, are smart materials that exchange color due 

to a different external stimulus such as light or 

temperature conditions or by an induced stimulus such as 

chemicals, electrical, or mechanical. There are many 

types of chromic materials. Some of them are applied 

and commercialized successfully but the others are still 

at the developmental stage. See Figure 9. [12] [13] [14] 

1 
Introducing the Property of Color Change in 

Chameleon Skin (process, mechanisms, and 

benefits) 

2 
Reviewing of materials and technologies that 

inspire chameleon color change skin and its 

applications in buildingôs skin  

3 
Proposing a practical framework inspired by 

Chameleonôs skin 
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Figure 9: The five groups of chromic materials [14] 

5.1.1. Stimulated Color Change Materials  

Stimulated color change materials are one of the most 

vital smart chromic materials generally and in the 

architecture particularly. They change color from a color 

to another, from colored to colorless, or from light to 

dark due to the exposure to an external stimulus that 

changes electrons equilibrium in a material. This process 

is called ñchromismò. The chromism process may keep 

the materialôs chemical bonds without any change or can 

make some changes in the materialôs optical properties 

such as reflectivity, absorption or transmission. When 

the stimulus stops, the material electrons return to its 

original state and regain the initial color or transparency 

properties. [12][13][14][15][16] 

Color change chromogenic materials are represented in 

different types of switching smart glazing. They are 

classified according to the stimulus that causes the 

changing of color. However, they could be also classified 

as shown in Figure 10: [15] [16] 

 
Figure 10: The dynamic smart glazing that applied 

chromogenic materials is divided into passive glazing and 

active glazing [15] [16] 

A. Thermochromic Glazing (Passive 

Material)  

Passive materials are smart organic and inorganic 

materials that can change their properties due to external 

stimulus such as light, temperature, solar radiation, or 

pressure. Thermochromic glazing system is considered 

as a reversible smart type of the passive materials.  

Thermochromic material could be coating or film 

manufactured from solid chemical compounds such as 

Vanadium dioxide, which works as semiconductor layer 

and stacked between double glazed panes, as seen in 

Figure 11. It can change its optical phase due to chemical 

reactions at a specific ñtransitionò temperature. When the 

temperature is low, the material becomes transparent, 

and when the temperature is higher, the system becomes 

opaque. See Figure 12. [15] [17] 

 

 

 

    
Figure 11: Thermochromic layer stacked between double 

panes: (a) while glazing is at low temperature, it becomes 

transparent and (b) while it is at high temperature, it 

becomes opaque [15] 

 
Figure 12: Thermochromic glazing system while switching 

color during different hours [17] 

Thermochromic glazing system has been applied in 

several building such as the civil engineering buildingôs 

skin in Cambridge university campus in UK in order to 

maintain the thermal comfort for users, as seen in Figure 

13. [18][19][20] It has been also applied in the National 

Disability Insurance Agency [NDIA] Headquarter, 

Geelong in Australia, 2016, as seen in Figure 14. [21] 

Although this system has been applied in many 

countries, it doesnôt spread as expected in the 

commercial market due to its  high cost, unpleasant color 

and low visible daylight transmission, in addition, it 

works effectively only in hot climates. [15] [17] 

 
Figure 13: Applying thermochromic glazing in the Civil 

engineering facades, Cambridge University, United 

Kingdom, to maintain thermal comfort [18] 

 
Figure 14: Thermochromic glazing facades of NDIA 

headquarter, Geelong in Australia [20] 
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B. Electrochromic Glazing (Active  

Material)  

Active material is a type of smart materials. It 

responds also to the changes in the external stimulus 

such as the passive material but it needs an electrical 

field to switch their optical properties. It also can be 

controlled by a computerized building management 

system or by smartphones as a remote control. [15] 

The electrochromic glazing is considered the most 

popular and useful application of the active chromic 

materials in the commercial market. It is presented as a 

cathode thin film such as Tungsten trioxide or as an 

anode film such as Iridium oxide. It consists of two ions 

layers; a conductor layer and storage layer stacked 

between sandwiched glass panels in transparent 

conductive oxide, as seen in Figure 15. [22]   

When applying an electrical voltage, ions are extracted 

from the storage layer and pass to the electrochromic 

layer, which thereby change optical properties. When it 

is turned off, the ions return to the storage layer and 

make the electrochromic layer transparent again, as seen 

in Figures 16. [15] 

    
Figure 15: The visible light and solar heat gains ratio in the 

electrochromic glazing system (a) while opaque mode and 

(b) while transparent mode [15] 

 
Figure 16: Electrochromic glazing system while it is 

switching during different hours [23] 

The electrochromic glazing also has been applied in 

several buildings such as the Festo Automation Center 

building, Esslingen in Germany to reduce light and 

thermal transmittance, whilst maintaining transparency, 

as seen in Figure 17. [24] The Yard, Chicago 

Shakespeare in USA is another example for applying 

electrochromic glazing on the south façade only to 

provide the thermal comfort and outdoor vision for the 

users, as seen in Figure 18. [25] 

   
Figure 17: Electrochromic glazing is used in the Festo 

Automation Center facades, Esslingen, Germany (a) an 

external view of the whole building and (b) A focus on some 

facades’ units [24] 

   
Figure 18: Electrochromic glazing is used in the south 

façade of the Yard, Chicago Shakespeare in USA (a) the 

facade is opaque at daytime to control heat gain and (b) the 

glazing façade is transparent at night [26] 

5.2. Adaptive Fritted System  

The adaptive fritted system is a functional unique 

technology that acts as the skin of the Namaqua 

Chameleon. The system was innovated to provide the 

architects with a new tool that can increase the 

transparency of the glazing facades while shaded.  It is 

also used for controlling the solar heat gain. 

Adaptive fritted system is a multi-layer of a fixed 

pattern of circled acrylic stacked together in orthogonal 

axes.  These axes motions are controlled by an 

electromagnetic motor that spread the circles as fan 

wings to cover the interspaces between them. The 

glazing panel modulates between opaque and transparent 

states through the fritted system converging or diverging 

respectively, as seen in Figures 19 & 20. 

 



 

6 

 

The Adaptive Fritted system was developed in 2009 by 

Hoberman Associates for the Harvard Graduate School 

of Design building, in Cambridge USA, as an initiative 

adaptive building shading technology. It has been used 

for internal partitions to provide privacy for the users, as 

seen in Figure 21. [27] [28] [29]  

 

 
Figure 19: Adjustment the fritted density by a motorized 

operational scheme: (a) while it is tranparent, (b, c) 

translucent, and (d) opaque[28] 

    
Figure 20: Adaptive fritted panel section illustrates (a) 

stacked up multi panels and (b) rotational axial mechanism 

in the stacked Panel [28] 

 
Figure 21: Internal partitions of adaptive fritted panels, 

Harvard GSD building [28] 

The concept of the adaptive fritted system also has 

been applied in other buildings; for example the 

Interactive cope headquarter building designed by Frank 

Gehry. He installed various statically fritting glazing on 

the facades in order to control the solar heat gain while 

transmit the natural daylight, as seen in Figures 22 & 23. 

[28] [30] 

 

   
Figure 22: The Interactive cope headquarter office 

building: (a) outdoor [29] and (b) internal spaces [31] 

   
Figure 23: Transparent and opaque parts in the Interactive 

cope headquarter facades (a) at day [31] and (b) at night 

[30] 

5.3. Decorative Panels 

A decorative board is inspired by chameleons for 

internal and external facades cladding, external ceiling, 

and filling boards. It is designed to show unusual 

appearance and changing color depending on the angle 

of view and sunlight rays, such as Chameleons, as seen 

in Figures 24. 

This board is a manufactured panel produced by 

compressing mineral wool boards of volcanic rocks, 

then, treated with four layers of water polymer emulsion 

paint on one side, and finished with a unique crystal 

layer, which causes color changing. This board may be 

treated with a fifth layer of self-cleaning or anti-gravity 

material. 

Decorative panels have been applied in many 

buildings, such as Think Tank Innovation Center in 

Lincoln University in   UK and Les Trèfles primary 

school in Anderlecht in Belgium, Europe, as seen in 

Figures 25 & 26.
 
[32] [33] 

 
Figure 24: Different Colors of decorative panels [33] 

   
Figure 25: The chameleon decorative panels at Think Tank 

Innovation Center facades, Lincoln University, United 

Kingdom [34]  
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Figure 26: The chameleon decorative panels at Les Trèfles 

primary school in Anderlecht, Belgium, Europe [35] 

 

6. PRACTICAL FRAMEWORK  

Based on the previous review, the adaptive technology 

inspired by chameleon skin could be summarized as 

follows: 

Á Materials with specific properties; these 

materials are able to absorb and reflect heat. 

Á Transformation Mechanism; An axial motion of 

those materials. 

Consequently, the researcher proposed a glazing 

section inspired by the chameleonô skin. This 

hypothesized proposal consists of four layers; clear layer, 

two reflective layers, and an absorptive layer, as seen in 

Figures 27. The clear and absorptive layers are fixed. 

The two reflective layers can rotate vertically around a 

vertical axis. Electric and mechanical components will 

support the motion mechanism of these layers. In 

addition, temperature sensors should be installed to 

control automatically when the system opens and closes.  

This hypothesized proposal could be modified 

according to many factors such as, the building type, the 

location, the climate, and the energy efficiency 

requirements of different building codes.  

  
Figure 27: The proposed wall section consists of four 

layers; the first is clear, the second and third are reflective 

layers, and the fourth is absorptive layer (a) while it is 

closing to reflect heat and (b) while it is opening to gain 

heat  

7. ANALYSIS AND DISCUSSION 

Chameleon is one of organisms that changes its skinôs 

color reversibly. It changes its color not only for mating 

and camouflage but also for its bodyôs thermoregulation. 

This change is due to the existence of two types of 

chromatophores in its skinô composition; double layers 

of Iridophores and Melanophores. The mechanism that 

chameleon applies is by transforming Iridophoresô 

structure, shape, and form. This transformation increases 

and decreases the distance between the superficial 

Iridophores plates to transmit or prevent sun heat 

respectively. Due to the transformation mechanism and 

crystalized characteristics of Iridophores, the color 

change property is resulted from sunlight reflections in 

different wavelengths.  

The chameleonôs color change capability has been 

inspired in the development of adaptive applications in 

both medical and industrial fields. In addition, many 

adaptive technologies have been developed in 

Architecture. 

Some inspired materials and technologies in 

architecture are mainly depending on the visual concept 

of the color change property of chameleon, such as the 

decorative boards.  Other technologies inspired more 

than the visual concept. They inspired the 

thermoregulation concept, Such as the chromic materials 

that can change their own properties and physical 

characteristics in order to control the amount of heat gain 

and maintain the usersô thermal comfort. 

Both of passive and active smart materials are 

changing color through transforming their optical 

properties. The optical properties change in the 

thermochromic glazing through the conversion from 

transparent to opaque mode, while in the electrochromic 

glazing through the conversion from light to dark mode.  

The thermochromic transformation mechanism is 

resulted from chemical reactions, while the 

electrochromic transformation mechanism is resulted 

from ionsô movement from a layer to another layer.  

Thermochromic and electrochromic glazing have been 

developed to show a remarkable reduction in energy 

consumption for both heating and cooling demand, 

through controlling heat transmittance and visible light 

while transformation between two specific colored 

modes. However, they have a negative impact on 

daylight transmission into the space as they change their 

appearance from light to dark, which could also affect 

the visual comfort in working space, in addition to other 

negative impacts such as unpleasant and constant 

appearance. 

Another application that inspires the functional 

concept is the Fritted glazing. This glazing system has 

been installed in the external facades as a shading device 

to control heat gain and provide the users with natural 

daylight. It could be also used as an internal partition to 

achieve privacy between different working areas. The 

transformation mechanism from transparent to opaque 

mode occurs through an electromagnetic motor that 

converges or diverges the internal particles, respectively. 
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8. CONCLUSION 

Chameleon is one of the organisms that can change 

their skinôs color due to the existence of 

chromatophoresô types in their skinôs compositions. This 

capability is considered one of chameleonôs adaptation 

techniques for thermoregulation process in extreme heat, 

in addition to other reasons such as camouflage and 

mating.    

 This unique reversible color change of chameleonôs 

skin inspired many researchers in several fields that 

serve human.  

Architecture is one of the practical fields that 

represented many adaptive technologies inspired by 

these capabilities. Although few applications inspired the 

color change as a visual concept, many adaptive 

materials inspired the color change as both the functional 

concept of thermoregulation and the visual concept as 

well such as the Thermochromic glazing, the 

Electrochromic glazing, and the Fritted glazing.  

Although thermochromic, electrochromic, and fritted 

glazing can all control heat transmittance as 

Chameleonôs skin, thermochromic glazing is considered 

the more closer application to the chameleon in the 

transformation mechanism than electrochromic and 

fritted glazing.  

In addition, these previous applications are 

representing the color change concept in just two 

constant color modes, unlike chameleon.  

Finally, a hypothesized practical framework has 

been proposed. This proposed framework would be 

tested in the future to identify the following:  

Á The convenient materials that could 

achieve the target. 

Á The best integrated technology that could 

achieve the highest energy performance.   
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